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Test Report No.: Page 1 0f 2
Auftraggeber: Enzoy Industrial Co., Ltd.

Client: No. 29, Ta Der Rd., Hsin Hua, Tainan 712, Taiwan, R.O.C
Gegenstand der Priifung: 1 foam, black

Test Item:

Bezeichnung: Rubber Sponge

Identification:
Anlieferungszustand: apparent good Eingangsdatum: 10.01.2011
Delivery condition: Date of Receipt:

Priifort: Laboratories of TUV Rheinland Greater China

Testing location:

Priifgrundlage: Testing according to customers specification for the following parameters:
Test specification: Formaldehyde

Priifergebnis: The test results are the measurements, stated in the test report.

Test result:
gepriift: tested by: kontrolliert: checked by:

(Ann s F A
25.01.2011 Sunhy Hu 25.01.2011 Jane Wei
/Senior Specialist [Engineer

Datum Name/Stellung Unterschrift Datum Name/Stellung Unterschrift
Date Name/Position Signature Date Name/Position Signature

Sonstiges! Other Aspects:

Test period: 10.01.2011 — 19.01.2011
This test report repeals test report no. T1101101205.

Abkiirzungen: ok/P = entspricht Prifgrundiage Abbreviations: ok/P = passed
fail/F = entspricht nicht Priffgrundlage fail/F = failed
na. /N = nicht anwendbar n.a. /N _= notapplicable

Dieser Priifbericht bezieht sich nur auf das o.g. Priifmuster und darf chne Genehmigung der Priifstelle nicht
auszugsweise vervielfiltigt werden. Dieser Bericht berechtigt nicht zur Verwendung eines Priifzeichens.

This test report relates to the a. m. test sample. Without permission of the test center this test report is not permitted to be
duplicated in extracts. This test report does not entitle to carry any safety mark on this or similar products.

TUV Rheinland Taiwan Ltd. Softlines
4F., No.758, Sec. 4, Bade Rd., Songshan Dist., Taipei 105, Taiwan, R.O.C.
Tel.:+886 2 2172-7000 Fax: +886 2 2528-0018
Mail: softlines@twn.tuv.com  Web: www.twn.tuv.com
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Test Report No. T1101101213 25.01.2011
Customer Enzoy Industrial Co., Ltd.
Test Method Formaldehyde - following DIN EN ISO 14184-1
Sample LoD Rubber Sponge
Material foam / black
Lab.-No. TCL110110-12
| Formaldehyde mg/kg | 10 n.d.
Abbreviations:

n.d. — not detected

LoD - Limit of Detection

Test sample

--- End of Test-Report ---
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